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ABSTRACT 
 
Three adsorbers cooler was experimentally investigated. 
Ammonia was chosen as a working fluid. Two adsorbers 
(twins) were filled with the same complex compound 
(activated carbon fibre with MnCl2 microcrystals on the 
filament surface). The third low temperature adsorber had 
second complex compound (activated carbon fibre with BaCl2 
microcrystals on the filament surface). The cycle of physical 
adsorption and chemical reactions in the sorbent bed of 
adsorber was followed with condensation/evaporation of 
ammonia inside the pores of the sorbent material. The specific 
feature of the third adsorber is the time of its cold generation. 
It is the sum of the liquid evaporation time and the time of 
desorption/regeneration of ammonia in the sorbent bed. This is 
a novelty of cooler design, which increases the heat and cold 
generation capacity and rate. The cooler thermal management 
is based on vapordynamic thermosyphons. The solar heat is 
the source of energy of cooler. The sink of the cold is the air 
flow. 
 
 
INTRODUCTION 
 

Refrigeration technologies have been critical in the 
evolution of production and distribution systems a long 
period of time.  Reduction in use of synthetic 
refrigerants and production of CO2 provide a new 
opportunity for solar cooling and refrigeration. The 
concept of solar-powered refrigeration cycles is known 
at least two decades and several refrigerators operating 
on this principle are commercially available. There 
were many projects for the development or 
demonstration of solar refrigeration technologies and 
solar refrigeration continued to be an important issue 
(Bougard J., Veronikis G., 1992). Adsorbents like 
zeolite, silica gel, activated carbon and alumina oxide 
are considered as physical adsorbents having highly 
porous structures with surface-volume ratios in the or-
der of several hundreds that can selectively catch and 
hold refrigerants. When saturated, they can be 
regenerated simply by being heated. If an adsorbent 
and a refrigerant are placed in the same vessel, the 
adsorbent would maintain the pressure by adsorbing 
the evaporating refrigerant. The process is intermittent 
because the adsorbent must be regenerated when it is 
saturated. For this reason, multiple adsorbent beds are 
required for continuous operation. Conventional 
working pairs include activated carbon and methanol, 
or ammonia (Pons M., Guilleminot J. J., 1986; Wang 
R.Z., Jia J.P., Zhu Y.H., Tong Y, Wu J.Y., Cheng J. 
Wang Q.B., 1997; Wang R.Z., 2001; Critoph R.E., 

2000; Grenier Ph., Guilleminot J.J., Meunier F., Pons 
P., 1988). Current solar adsorption technology can 
provide a daily ice production of 4-7 kg per unit square 
meters of solar collector with a solar-to-cooling COP 
between 0.1 and 0.15 (Wang L.W., Wang R.Z., 
Oliveira R.G., 2009). Different small-capacity silica 
gel-water adsorption chillers have been developed for 
solar air conditioning (Saha B.B., Akisawa A., 
Kashiwagi T., 2001). Its cooling capacity was reported 
between 3.2 and 3.6 kW; COPs ranged from 0.2 to 0.6 
for the working temperature diapason from 55 to 95°C. 
Unlike the more common single-staged double-bed 
systems (Saha B.B., Akisawa A., Kashiwagi T., 2001) 
developed a double-staged four-bed cycle machine to 
use at very low driving temperatures. The machine 
produced 3.2 kW cooling and 55°C hot water output 
with COP of 0.36.However, there has been a little 
research made into the  integration of  short time cycles 
sorption machines of solar power with natural gas, or 
electrical immersion heater as a back-up (Vasiliev L.L., 
Mishkinis D.A., Antukh A.A. and Vasiliev L.L. Jr., 
1999). The combined action of physical adsorption and 
chemical reactions for the cold production in the same 
space and at the same time is attractive initiative to 
enhance the COP of a system (Vasiliev L., Kanonchik 
L., Antukh A., Kulakov A., Rosin I., 1994). The use of 
heat pipes to improve the performance of carbon-
ammonia adsorption refrigerator was suggested by 
Vasiliev et al., 1996 (Vasiliev L.L., Kanonchik L.E., 
Antukh A.A., Kulakov A.G., 1996). It was shown that 
heat transfer in the sorbent bed can be improved by the 
use of finned heat pipe as the heat exchanger. The 
concept aim of such research program was to extract 
the most enthalpy from the low-grade heat before it is 
purged into the surrounding. A solar-gas refrigerator 
based on a reversible solid sorption phenomena is 
competitive, if the process allow to store the energy of 
a high density, and if the heating, or cooling power is 
enough for consumers (Vasiliev L.L., Mishkinis D.A., 
Antukh A.A. and Vasiliev L.L. Jr., 2001). Recently it 
was shown (Atsushi Akisawa, Takahito Miyzaki, 
2010), that compression chillers with high energetic 
COP have the same efficiency as that of adsorption 
chillers in terms of exergy. It means that physical 
performance of adsorption chiller is not low, taking 
Carnot efficiency into account. Actually it is evident 
that adsorption coolers are very efficient from the view 
point of the second Law of thermodynamics. It is 
known, that cascading cycles are options to improve  
the adsorption coolers efficiency because they recover 
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heat from one cycle to the other cycle internally (Douss 
N., Meunier F.,1989; Liu Y., Leong K., 2006). The 
cascading cycles, which couple solid gas reactions with 
the liquid-gas absorption process (Stitou, D.; Spinner, 
B.; Satzger, P.; Ziegler, F., 2000; Vasiliev L.L., 
Mishkinis D.A., Vasiliev L.L. Jr., 1996), have COP 
more than 30% compared with conventional double 
effect of adsorption cycles. Three adsorbers chiller was 
experimentally tested by Chua (Chua H.T., Ng K.C., 
Malek A., Kashiwagi T., Akisawa A., Saha B.B., 
2001), which operated similar to a single stage cycle. 
The next improvement to the three adsorbers cycle was 
incorporated by Saha (Saha B.B., Koyama S., Lee J.B., 
Kuwahara K., Alam K.C.A., Hamamoto Y., Akisawa 
A., Kashiwagi T., 2003). A new three adsorbers cycle 
was suggested by Khan (Khan M.A.I., Saha B.B., 
Alam K.C.A., Miyazaki T., Akisawa A., Kashiwagi T., 
2006). The cycle is working like a single stage (two 
adsorbers) and one additional third adsorber is 
connecting to the other two adsorbers. The main 
particularity of the cycle is as follows:  the third 
adsorber runs twice as quickly as the other two 
adsorbers. The working fluid purged from the third 
reactor in mass recovery process is absorbed into the 
other two reactors. 

 
 

THETHREE ADSORBERS COOLER DESIGN 
 

Our intention is to design and test a chiller, which 
would operate consuming a non-expensive energy 
(solar concentrator and autonomous, low pressure solid 
sorption natural gas storage vessel as the back- up 
system), that can be built and maintained in the country 
of use, be light and portable and that is low enough in 
cost. This can be achieved if we use a solar energy as a 
main source, a gas flame as a second (alternative, or 
additional) source of energy and a set of sorbent beds 
which are heating and cooling alternatively. The 
original heat pipes (thermosyphon) are used as heat 
exchangers for external heat recovery and adsorbers 
thermal control. Activated carbon fibre “Busofit” is 
used for ammonia adsorption/desorption. The 
micro/nano crystals of MnCl2 and BaCl2 are used as the 
chemical sorption material to increase the sorption 
capacity of the sorbent bed. 

 
Fig. 1. The schematic of the three adsorbers cooler 

 
The schematic of the three adsorbers cooler is 

shown on Fig.1. These three adsorbers can be 
composed as a single gas storage system with physical 
sorption (active carbon fiber “Busofit”), or complex 

compound storage system with physical sorption and 
chemical reactions (“Busofit” + BaCl2), or a complex 
compound two stage storage system (“Busofit” + BaCl2 
and “Busofit” + MnCl2) with the internal and external 
heat recovery.  

Three adsorbers cycle is more compact compared 
with double stage cycle, using four adsorbers. 

 

 
Fig. 2. Schematic of the three adsorbers cycle with 
complex utilization of energy of low temperature 

adsorber 
 

The system management consists only in actuating 
valves to change the direction of the fluid of 
heating/cooling circuit. The cold production efficiency 
Pc of the device depends on the time of the cycle: 

Pc = Qe / t ,                                                   (1) 

where “t ” represent the time of a single cycle of the 
cooling/heating and Qe - the heat sink in the 
evaporator. The cooling power may also be expressed 
per mass of the adsorbent, or the adsorber.  

The mass of the adsorber is equal to the sum of 
masses of the adsorbent, metal of canisters and heat 
pipe heat transfer system: 

Qe = DWmL - CPwmDW(Tc – Te)                 (2) 

COPR = Qe/(Qse + Qad)                                 (3) 

The total heat of adsorption is: 

Qad = DHadDWmb                                          (4) 

QSe = mCp(T3 – T1) + mbCPb(T3 – T1) + 
mbWiCp(T2 – T1) = mbWavCpb(T3 – T2)        (5) 

where DHad – the heat of adsorption, Wi – amount of 
ammonia adsorbed by “Busofit” during the isosteric 
phase of heating, Wav – the average value of ammonia 
adsorbed by “Busofit” during the adsorption phase, MS 
– total mass of adsorbers, Cps , Cpb – specific heat 
capacity of  the adsorber and “Busofit”, T1, T3 – the 
minimum and maximum temperatures of the system, 
while T2 – represent the temperature at the beginning 
of the process of ammonia desorption. 

The schematic of the solar heater with two medium 
temperature adsorbers is shown on Fig. 3. 
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Fig. 3. Solar heater with two adsorbers , solar collectors (with flame as the beck-up),  

vapor-dynamic thermosyphon, two loop thermosyphons and two valves 
 
 
VAPOR-DYNAMIC THERMOSYPHON 
 

The schematic of the multi evaporators, two 
condensers vapour-dynamic thermosyphon is shown on 
Fig.3-4. 

 
Fig.4. Schematic diagram of the vapour-dynamic 

thermosyphon: 1) condensers, 2) valves,  
3) liquid pipe, 4) vapour pipe, 5) evaporator, 6) liquid 

pool of the evaporator  
 

Vapor-dynamic thermosyphon (Vasiliev L., 1985) is 
used for thermal coupling of solar collector and two 
adsorbers, (Fig.3) (Vasiliev L., 1998). Such vapour-
dynamic thermosyphon has low thermal resistance     
(R = 0.01 - 0.05 K/W), its length can reach some 
meters. This original vapor-dynamic thermosyphon 
consists of the multiple evaporators, the vapour and 
liquid minichannels and two-condensers switched on 
and off alternatively, Fig.4. To heat adsorbers the 
constant heat flow from the evaporator was 
transformed into intermittent heat flow in condensers 
by alternative closing/opening valves, Fig.4., disposed 
on liquid pipes.  

The advantages of this vapor-dynamic 
thermosyphon are: 1) low thermal resistance; 2) ability 
to transport the heat flow over a long distance in the 
horizontal position, which is difficult to achieve, using 
conventional thermosyphons; 3) possibility to 
transform the constant heat load in the evaporator to 
intermittent heat load in condensers.  

 
 

LOOP THERMOSYPHON HEAT EXCHANGER 
 

The cooling of the sorbent bed inside adsorbers was 
performed by loop heat exchangers, Fig. 5. 

 

 
Fig. 5. Loop heat exchanger  

 
The loop heat exchanger was made as a 2 mm SS 

tube placed inside the annular gap of the thermosyphon 
condenser. The working fluid is water. When the 
thermosyphon is closed (valve closed) the loop heat 
exchanger actively cools the sorbent bed, realizing two-
phase heat transfer inside the annular gap. Thus we 
ensure the process of the heating/cooling of the sorbent 
bed in adsorbers.  
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The time of the cycle (adsorption/desorption) was 
near 12 minutes, Fig.6. During the tests the temperature 
of the evaporator envelope (curve 1) was constantly 
near 110°C, while the temperature of adsorbers 
envelope (curves 2-3) was changing from ambient 
temperature 20°C (adsorption) up to 90°C (desorption).  

The heat transfer intensity between the 
thermosyphon condenser and the adsorber is limited by 
the thermal conductivity of the sorbent bed.  

 
 
LOW TEMPERATURE ADSORBER 
 

The low temperature adsorber (ACF + BaCl2) has 
the liquid loop system of thermal control (heat 
exchanger), Fig.5b, to transfer the cold from the 
adsorber to the air. The working fluid of this loop heat 
exchanger is propane. The part 1 of the loop heat 
exchanger is placed inside the adsorber, the finned part 
2 of the heat exchanger is disposed outside the adsorber 
and dissipate the cold/heat to the air. There is 
alternative to use a small pump to circulate propane in 
the heat exchanger, or to use the loop heat exchanger 
without pump, Fig.5a. 

 
 

MEDIUM TEMPERATURE ADSORBERS 
 

The schematic of the experimental set-up is shown 
on Fig.6. The solid sorption cooler is composed on the 
low temperature adsorber (ACF + BaCl2 microcrystals) 
and two medium temperature adsorbers (ACF + MnCl2 
microcrystals) connecting by valves. 

The mass of ammonia inside medium temperature 
adsorbers is equal to the mass of the adsorbed ammonia 
in the low temperature adsorber plus the mass of the 
liquid ammonia disposed in the pores of this sorbent 
bed. Thus there is a possibility to store ammonia in the 
low temperature adsorber in two qualities (adsorbed 
gas inside the sorbent material and the liquid in its 
pores).  

The sorption capacity potential of the mean 
temperature adsorbers is higher than the sorption 
capacity potential of the low temperature adsorber.  
Such three adsorbers cooler has some advantages: 

1) The liquid is disposed inside the capillary 
porous media and uniformly distributed along its 
volume (non sensitive to gravity forces). 

2) During the time of cold generation there is the 
intensive two-phase heat transfer inside the porous 
media. The effective thermal conductivity of the 
sorbent bed is at least ten times more (micro-heat pipe 
effect) to compare with the resorption cooler. 

3) Two-phase micro-jets of the ammonia interact 
with the loop heat exchanger and the adsorber envelope 
ensuring the uniform cooling. 

The effect of the BaCl2 decomposition also 
enhances two-phase flow heat transfer and increase the 
total cooling capacity of the desorber/evaporator. 

THE SOLID SORPTION COOLER 
FUNCTIONING 
 

The cooler is working as follows: 
1) Initially adsorbers have the same temperature 

and pressure. The valves are closed. The ammonia is 
accumulated in the medium temperature adsorbers; the 
low temperature adsorber is free from the ammonia.  

2) At the time !1 valves are opened, the medium 
temperature adsorbers start to be heated, the pressure in 
the adsorbers is increasing, heat and mass transfer 
between adsorbers is initiated.  

3) The heat absorbed by the medium temperature 
adsorbers from solar collectors is transferred to the low 
temperature adsorber by the ammonia flow due to the 
pressure drop. The low temperature adsorber dissipates 
this energy to the surrounding through the loop heat 
exchanger. 

4)  At the time !2 medium temperature adsorbers 
are cooling down to the ambient temperature (by loop 
heat exchanger) and begin to suck the ammonia from 
the low temperature adsorber (ammonia desorption 
inside the sorbent bed). The cold generation inside the 
low temperature adsorber is divided to two stages. 
Initially there is an evaporation of the liquid ammonia 
inside the porous media of the sorbent bed. The second 
stage is based on the desorption/regeneration of the 
ammonia vapor in the sorbent bed. The cold from the 
low temperature adsorber is dissipated in the ambient 
through the liquid heat exchanger.  The total time of  
cooling is equal to the  time of the liquid evaporation 
and the time of the ammonia vapor 
adsorption/decomposition:  

" t cooling = " t e + " t d/r,                                           (6) 

where "t e – the time of liquid evaporation; "t d/r  - the 
time of ammonia vapor desorption/regeneration from 
the sorbent bed. 

5) At the time !3 the cold generation is finished. 
The ammonia is accumulated in the medium 
temperature adsorbers, the valves are switched off. The 
cooler is ready to be used once more. 

The micro/nano crystals deposit on the activeated 
carbon filament surface increase the sorption capacity 
of the sorbent compound “Busofit+ BaCl2” 2-3 times.   

The activated carbon filaments and micro/nano 
crystals enhanced the COP of the system to compare 
with conventional chemical heat pumps. To minimize a 
void space and increase the adsorbent capacity of the 
active carbon fibre we need to compress “Busofit” 
together with a binder (monolithic material). The 
complex compound microstructure obtained in the 
Luikov Heat & Mass Transfer Institute has been 
studied using Scanning Electro Microscope (SEMCarl 
Zeiss SupraTM 55), Fig.8-9. 
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Fig. 8. Activated carbon fibre “Busofit” Fig. 9. Activated carbon fibre “Busofit” with micro 
crystals of BaCl2 on the filament surface 

The characterization should reveal a porous 
structure with a uniform micro and nano pores 
distribution on the filament surface. There is also a 
uniform distribution of microcrystals on the filament 
surface without formation of agglomerates. Fig. 9 
testifies the fact that even for maximal 
concentration of salt on the filament surface its 
structure around the filament rest porous. It is 
convenient for heat and mass transfer enhancement.  

 
 

THE RESULTS OF THE EXPERIMENTS 
 

Three bed cycles of the adsorption cooler are 
experimentally investigated. Two main adsorbers 
(twins) operate in sorption process alternatively and 

there are mass recovery process, preheating process, 
desorption process and precooling process. When one 
main adsorber is exhausted, the second main adsorber 
starts to the same procedure up to the time, when the 
low temperature adsorber is at the end of its adsorption 
and condensation process. The pressure of the low 
temperature adsorber is boosted up to the pressure of 
the ammonia condensation and liquid ammonia is 
accumulated in the pores of the sorbent bed. The cycle 
time of the low temperature adsorber is two times of 
the cycle time of the other two adsorbers. The 
temperature evolution in two adsorbers during the 
cycle of heating/cooling show us the temperature 
decrease in the low temperature adsorber at least 12°C 
– 15°C to compare with the conventional resorption 
cooler (without ammonia condensation). 

Fig. 10. Temperature field evolution on the low temperature (T5, T6) adsorber (ACF +BaCl2) as the function of cycle, 
T8 – temperature of liquid inside the loop heat exchanger,#T – temperature drop  

on the entrance and exit of the loop heat exchanger evaporator 
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During the time of cold generation the evaporation 
of the liquid in micropores of the sorbent bed is the 
reason of first stage cooling. The second stage cooling 
is due to BaCl2 micro crystals decomposition. For such 
a cycle we have the cold generation at least of two 
times more. Such a cooling cycle is shown on Fig.10 – 
Fig.11. The mass flow meters were used for the 
calculation of the degree of advance of chemical 
reactions and physical adsorption. Instanteneous 
cooling and heating rate was also recorded.  

The cooling capacity obtained is equal 250 – 300 
KJ. The specific cooling capacity SCC of the adsorber 
is 107 W/kg (for the sorbent bed). The time of the 
cooling cycle is near 35min. 

 
  

CONCLUSIONS 
 

1) A novel three bed cooler based on two (ACF + 
MnCl2)  adsorbent bed and a low  temperature 
adsorbent bed (ACF + BaCl2) was suggested and 
experimentally investigated. 

2) A new stream in the solid sorption chillers 
application is related with complex compounds sorbent 
materials development (for example, as active carbon 
fiber and microcristals of the salts on its surface) and 
heat pipe thermal management of adsorbers. 

3) The above mentioned sorbent bed has the 
advantages of chemical heat pumps (high sorption 
capacity) and high speed of adsorption, typical for 
adsorption heat pumps. Simultaneously there is a 
strong interaction (intensive heat and mass transfer) 
between adsorptive materials and chemical materials 
(active carbon/microcrystals of salts) during the cycle 
of heating/cooling.  

4) Three bed cascading cycle has higher 
performance of cooling compared with double stage 
cycle, using four adsorbers. The mass recovery process 
is the key to improve cooling capability of adsorption 
cycle with low temperature heat sources. 

5) The specific cooling capacity of about 100 
W/kg was achieved, which is two times more 
comparing with conventional coolers. 

6) The heat pipe technique ensures an efficient 
thermal control of adsorbers and eliminate hot spots in 
the sorbent bed.  

 

Fig. 11 .Temperature field evolution on the surface (T5, T6) of the low temperature adsorber, as the time of cold 
generation, T8 – temperature inside the liquid heat exchanger, !T – temperature drop on the entrance 

and exit of the of the loop heat exchanger 
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